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Research Purpose

Due to the lack of blood supply, articular
cartilage has limited capacity for regeneration

once it is injured.
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Research design
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Research Results

The novel tissue-engineered cartilage constructed in our
research can completely repair the structure of damaged
articular cartilage.
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